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MECHANICAL PROPERTIES /| CARACTERISTICAS MECANICAS
TEST N° wRose] R, Rp 0.2 Rp 1.0 AB I
PROBETA N/mm2 N/mm2 N/mm2 %
REQUIREMENTS ~| 540,00 230,00 260,00 45,00
REQUISITOS vl = 750,00
0801 KS ClT 657,7 321,7 370,1 58,0
=l
INTERGRANULAR CORROSION

CORROSION INTERGRANULAR

REMARKS / OBSERVACIONES

SURFACE AND DIMENSIONAL CONTROL
INSPECCION SUPERFICIAL Y DIMENSIONAL

SATISFACTORY
Sutisfactoria

WORK INSPECTOR
INSPECTOR
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